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� Before: EBID vs. EBPG

� Results: sputtering

� Recent results: evaporation  
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Corrected for 2 MΩ resistor 

 R-T cooling (no Pt)
 R-T warming (no Pt)
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Pt strip: l = 4 �m; w = 30 nm; t = 50 nm
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